
Specification Revision Description Document Revision Date Date of Receipt @ CPI
AWS_A2.4 2020 Standard Symbols for Welding, Brazing and Nondestructive Examination 1/9/2020 3/2/2021

AWS_A3.0M/A3.0 2020 Standard Welding Terms and Definitions 10/22/2019 3/2/2021
AWS_A5.1/A5.1M 2012 Specification for Carbon Steel Electrodes for Shielded Metal Arc Welding 4/10/2012 8/12/2013
AWS_A5.7/A5.7M 2007 Specification for Copper and Copper-Alloy Bare Welding Rods and Electrodes 4/12/2007 11/25/2014
AWS_A5.8/A5.8M 2019 Specification for Filler Metals for Brazing and Braze Welding 5/21/2019 4/24/2020
AWS_A5.9/A5.9M 2022 Specification for Bare Stainless Steel Welding Electrodes and Rods 1/1/2022 9/12/2023

AWS_A5.10/A5.10M 2021 Specification for Bare Aluminum and Aluminum-Alloy Welding Electrodes and Rods 10/13/2020 10/26/2021

AWS_A5.12M/A5.12 2009
Specification for Tungsten and Oxide Dispersed Tungsten  Electrodes for Arc Welding and 

Cutting
4/17/2009 5/24/2016

AWS_A5.14/A5.14M 2018 Specification for Nickel and Nickel-Alloy Bare Welding Electrodes and Rods 10/30/2017 10/27/2021
AWS_A5.16/A5.16M 2023 Specificaition For Titanium and Titanium-Alloy Welding Electrodes and Rods 9/13/2022 9/14/2023
AWS_5.18/A5.18M 2021 Specification for Carbon Steel Electrodes and Rods for Gas Shielded Arc Welding 6/1/2021 10/27/2021

AWS_A5.31M/A5.31 2012 Specification for Fluxes for Brazing and Braze Welding 2/17/2012 8/12/2013
AWS_B1.11M/B1.11 2015 Guide for the Visual Examination of Welds 9/8/2014 3/2/2021

AWS_B2.1-1-002 2020
Standard Welding Procedure Specification (SWPS) for Gas Tungsten Arc Welding of Carbon 

Steel (M-1/P-1, Group 1 or 2), 3/16 inch [5 mm] through 7/8 inch [22 mm] Thick, ER70S-2 and 
ER70S-3, in the As-Welded Condition, Primarily Plate and Structural Applications

3/16/2020 3/2/2021

AWS_B2.1/B2.1M 2013 Specification for Welding Procedure and Performance Qualification 11/21/2013 1/26/2016
AWS_B2.2/B2.2M 2016 Specification for Brazing Procedure and Performance Qualification 8/5/2016 11/17/2020

AWS_B4.0 2016 Standard Methods for Mechanical Testing of Welds 1/1/2016 9/28/2022
AWS_B5.1 2013 Specification for the Qualification of Welding Inspectors 11/14/2012 8/12/2013

AWS_B5.2 2018
Specification for the Training, Qualification and Company Certification of Welding Inspector 

Specialists and Welding Inspector Assistants
5/11/2017 5/8/2019

AWS_C1.1M/C1.1 2019 Recommended Practices for Resistance Welding 1/25/2019 9/27/2021
AWS_C3.4M/C3.4 2016 Specification for Torch Brazing 12/15/2015 4/18/2019
AWS_C3.6M/C3.6 2016 Amd.1 Specification for Furnace Brazing 10/10/2019 9/27/2021
AWS_C3.7M/C3.7 2011 Specification for Aluminum Brazing 10/5/2011 12/17/2014
AWS_C3.8M/C3.8 2020 Specification for the Ultrasonic Pulse-Echo Examination of Brazed Joints 7/9/2020 9/24/2021

AWS_D17.1/D17.1M 2017 Amd.2 Specification for Fusion Welding for Aerospace Applications 12/7/2018 4/3/2019
AWS_D17.2/D17.2M 2019 Specification for Resistance Welding for Aerospace Applications
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