
Specification Revision Description Document Revision Date Date of Receipt @ CPI
BAC_5000 BB 8/31/2023 12/5/2023

DCNPSO-024477 1 8/31/2023 12/5/2023
BAC_5001-7 E Installation of Hose Assemblies 5/1/2017 5/6/2021
BAC_5001-9 E 2/22/2023 5/23/2023

DCNPSO-019372 1 2/22/2023 5/23/2023
BAC_5004 R 4/12/2023 5/24/2023

DCNPSO-014156_01 1 11/4/2020 5/6/2021
BAC_5004-1 V 1/15/2024 4/1/2024

DCNPSO-025778_01 1 1/15/2024 4/1/2024
BAC_5004-2 AP 1/17/2024 4/1/2024

DCNPSO-025436 1 1/17/2024 4/1/2024
BAC_5004-3 J 1/31/2013 10/7/2014

PSD_6-21 NC 10/9/2013 12/3/2019
PSD_6-153 NC 9/14/2016 9/20/2016
BAC_5005 H Material Substitutions and Equivalents 1/10/2002 10/7/2014
BAC_5008 V 2/22/2021 5/6/2021

DCNPSO-014249_01 1 2/22/2021 5/6/2021
PSD_1-11 NC 2/22/2021 5/6/2021
BAC_5009 AG 10/20/2022 5/24/2023

DCNPSO-017818 1 10/20/2022 5/24/2023
BAC_5010 AC 11/2/2023 12/6/2023

DCNPSO-025871_01 1 11/2/2023 12/6/2023
PSD_1-11 thru 1-18 NC Application of Adhesives 11/2/2023 12/6/2023

BAC_5013 Y Cleaning Metals 6/15/1960 3/11/2021
BAC_5018 N 8/15/2019 8/3/2020

DCNPSO-009167_01 1 8/15/2019 8/3/2020
BAC_5019 AA 5/15/2023 5/25/2023

DCNPSO-024071 1 5/15/2023 5/25/2023
BAC_5022 M 5/15/2023 5/25/2023

DCNPSO-024039 1 5/15/2023 5/25/2023
BAC_5030 P 1/10/2022 5/25/2023

DCNPSO-018681 1 1/10/2022 5/25/2023
BAC_5034 T 6/3/2022 5/25/2023

DCNPSO-020006 1 6/3/2023 5/25/2023
BAC_5034-1 N 9/12/2023 12/6/2023

DCNPSO-024799_01 1 9/12/2023 12/6/2023
BAC_5034-4 R 2/7/2024 4/1/2024

DCNPSO-026514 1 2/7/2024 4/1/2024
Temporary Protection of Production Materials, Parts and Assemblies with Pressure Sensitive 

Tapes

Permanent Straight Shank Fasteners Installation

Blind Fastener Installation

Application of Lubricants

Bolt and Nut Installation

Application of Adhesives

Installation of Safetying Devices

Chromic Acid Anodizing

Sulfuric Acid Anodic Films

Smoothing and Fairing

Temporary Protection of Production Materials, Parts and Assemblies

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

Sealing, General

Installation of Couplings

Installation of Permanent Fasteners

Temporary Protection of Production Materials, Parts and Assemblies with Coatings

Solid Rivet Installation



Specification Revision Description Document Revision Date Date of Receipt @ CPI

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BAC_5047 M 12/21/2017 8/3/2020
DCNPSO-001065_01 1 12/21/2017 8/3/2020

BAC_5049 K 2/17/2020 8/3/2020
DCNPSO-011935_01 1 2/17/2020 8/3/2020

BAC_5064 F 4/5/2021 5/6/2021
DCNPSO-014022_01 1 4/5/2021 5/6/2021

BAC_5117 AG 2/7/2020 8/3/2020
DCNPSO-011625_01 1 2/7/2020 8/3/2020

BAC_5117-13 D 4/2/2013 5/24/2021
PSD_6-5 NC 11/1/2016 5/24/2021
PSD_1-2 NC 8/26/2021 10/4/2021

BAC_5225 R 2/10/1999 8/3/2020
PSD_6-6 NC 8/19/2002 8/3/2020

BAC_5300 N Forming, Straightening and Fitting Metal Parts 12/5/2016 6/17/2019
BAC_5300-1 K 5/11/2018 6/17/2019

DCNPSO-004272_01 1 5/11/2018 6/17/2019
BAC_5300-2 K 7/13/2021 8/19/2021

DCNPSO-015598_01 1 7/13/2021 8/19/2021
BAC_5307 AJ 10/27/2023 12/6/2023

DCNPSO-025499-01 1 10/27/2023 12/6/2023
BAC_5308 J 9/21/2020 11/5/2020

DCNPSO-013824_01 1 9/21/2020 11/5/2020
BAC_5312 Y 2/14/2024 4/1/2024

DCNPSO-026171 1 2/14/2024 4/1/2024
BAC_5317 K 12/21/2021 1/5/2022

DCNPSO-010585_01 1 12/21/2021 1/5/2022
BAC_5317-2 K 12/21/2021 1/5/2022

DCNPSO-016847_01 1 12/21/2021 1/5/2022
BAC_5321 D Injection Molding of Thermoplastic Parts 12/15/2016 8/3/2020

QPL for BAC_5321 H Boeing Process Specification Qualified Processor List 4/14/2023 8/28/2023
BAC_5325 R 3/13/2023 8/28/2023

DCNPSO-012405_01 1 3/13/2023 8/28/2023
BAC_5338 K 2/12/2024 4/1/2024

DCNPSO-025909_01 1 2/12/2024 4/1/2024
BAC_5401 F 1/4/2019 8/3/2020

DCNPSO-006510_01 1 1/4/2019 8/3/2020
BAC_5408 P 11/5/2021 11/11/2021

DCNPSO-017878_01 1 11/5/2021 11/11/2021
BAC_5423 Y 3/13/2020 8/3/2020

DCNPSO-000000_01 1 3/13/2020 8/3/2020
Penetrant Methods of Inspection

Manufacture of Low Temperature Autoclave Cured Expoy Structural Parts

Application of Nonchromated Primer on Composite, Plastic, Titanium and Cres Surfaces

Acid Etch and Electrochemical Etch Marking

Storage, Handling, Issuance and Age Control of Rubber or Rubber-Like Materials

Vapor Degreasing

Part Marking

Application of Stencil and Insignia Markings

Application of Plastic Film Markers

Fiber Reinforced Composite Parts

Surface and Edge Integrity of Metal Parts

Metal Part Forming, Straightening and Fitting

Fluid Tight Fastener Installation

Dimpling and Countersinking

Installation of Inserts, Panel Fasteners and Related Hardware

Electrical Bonding

Electrical Bonding of Fasteners to Conductive Finishes on Composites

Cleaning Procedures for Electrical / Electrical Parts, Printed-Wiring Boards and Assemblies



Specification Revision Description Document Revision Date Date of Receipt @ CPI

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BAC_5424 V 12/15/2023 1/2/2024
PSD_1-5 NC 12/15/2023 1/2/2024

BAC_5435 AA 6/20/2018 8/3/2020
DCNPSO-004391_01 1 6/20/2018 8/3/2020

BAC_5436 J 4/8/2021 5/6/2021
DCNPSO-015382_01 1 4/8/2021 5/6/2021

BAC_5439 J 7/26/2013 10/20/2014
PSD_6-23 NC 12/19/2018 8/3/2020
BAC_5440 L 6/10/2019 8/3/2020

DCNPSO-008751_01 1 6/10/2019 8/30/2020
BAC_5468 C Bonding Paper Honeycomb Interior Panels 9/18/1996 3/12/2021
BAC_5514 AT 5/6/2022 5/31/2023
PSD_6-187 NC 12/20/1999 8/3/2020
PSD_6-189 NC 6/8/2000 8/3/2020
PSD_6-190 NC 8/29/2000 8/3/2020
PSD_6-192 NC 10/20/2000 8/3/2020
PSD_6-193 NC 2/6/2001 8/3/2020
PSD_6-194 NC 6/8/2001 8/3/2020
PSD_6-199 NC 3/11/2002 8/3/2020
PSD_6-204 NC 10/1/2002 8/3/2020
PSD_6-205 NC 8/6/2003 8/3/2020
PSD_6-206 NC 6/12/2003 8/3/2020
PSD_6-209 NC 11/30/2004 8/3/2020
PSD_6-210 NC 4/20/2006 8/3/2020
PSD_6-213 NC 5/29/2007 8/3/2020
PSD_6-217 NC 6/23/2009 8/3/2020
PSD_6-221 NC 4/4/2012 8/3/2020
PSD_6-222 NC 4/4/2012 8/3/2020
PSD_6-223 NC 4/4/2012 8/3/2020
PSD_6-224 NC 8/20/2012 8/3/2020
PSD_6-226 NC 9/20/2012 8/3/2020
PSD_6-227 NC 3/18/2013 8/3/2020
PSD_6-233 NC 12/12/2016 8/3/2020
PSD_6-234 NC 6/20/2017 8/3/2020
PSD_6-235 NC 2/8/2018 8/3/2020
PSD_6-237 NC 8/17/2018 8/3/2020
PSD_6-238 NC 1/14/2019 8/3/2020
PSD_6-239 NC 1/8/2020 8/3/2020
PSD_6-240 NC 2/20/2019 8/3/2020

Hole Preparation, Machining and Grinding of Steels

Common Bonding Requirements for Structural Adhesives

Magnetic Particle Inspection

Bearing Installation and Retention

Etch Inspection of Ground or Machined Steel Parts

Ultrasonic Inspection



Specification Revision Description Document Revision Date Date of Receipt @ CPI

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BAC_5555 V 8/13/2020 11/9/2020
DCNPSO-012852_01 1 8/13/2020 11/9/2020

PSD_6-132 NC 8/13/2020 11/9/2020
PSD_6-133 NC 8/13/2020 11/9/2020
BAC_5602 AH 11/16/2020 3/10/2021

DCNPSO-011896_01 1 11/16/2020 3/10/2021
BAC_5613 W 2/14/2024 4/1/2024

DCNPSO-024743_01 1 2/14/2024 4/1/2024
QPL for BAC_5613 NC Boeing Process Specification Qualified Processor List 1/20/2020 8/3/2020

BAC_5616 L 10/18/2023 1/2/2024
DCNPSO-025915_01 1 10/18/2023 1/2/2024

BAC_5617 W 4/3/2019 8/3/2020
DCNPSO-007636_01 1 4/3/2019 8/3/2020

BAC_5619 L 6/23/2022 5/31/2023
DCNPSO-008575_01 1 5/23/2019 8/3/2020

BAC_5621 M 7/21/2021 8/19/2021
DCNPSO-016649_01 1 7/21/2021 8/19/2021

BAC_5625 H 5/8/2023 5/31/2023
DCNPSO-024141 1 7/17/2019 8/4/2020

PSD_6-70 NC 7/17/2019 8/4/2020
PSD_6-71 NC 7/17/2019 8/4/2020
PSD_6-72 NC 7/18/2019 8/4/2020
PSD_6-73 NC 8/9/2019 8/4/2020
PSD_6-74 NC 3/27/2020 8/4/2020
BAC_5632 G 6/1/2023 6/5/2023

DCNPSO-024100 1 6/1/2023 6/5/2023
PSD_1-3 NC 10/28/2022 6/5/2023

BAC_5637 F 9/8/2017 8/4/2020
DCNPSO-001373_01 1 9/8/2017 8/4/2020

PSD_6-16 NC 3/9/2018 8/4/2020
PSD_6-17 NC 3/6/2018 8/4/2020
BAC_5639 D 11/14/2023 4/1/2024

DCNPSO-007845_01 1 11/14/2023 4/1/2024
BAC_5650 G Hardness Testing 2/19/2024 4/2/2024

DCNPSO-026883_01 1 Hardness Testing 2/19/2024 4/2/2024
BAC_5651 D Eddy Current Electrical Conductivity Inspection 5/20/2015 5/21/2015
BAC_5663 D 4/5/2019 6/17/2019

DCNPSO-006615_01 1 4/5/2019 9/18/2019
BAC_5701 R 5/9/2022 5/23/2023

DCNPSO-010602_01 1 11/25/2019 8/4/2020
BAC_5710 AF Application of Special Purpose Coatings 10/3/2022 5/31/2023

Surface Treatment for Ferrous Alloys

Boric Acid - Sulfuric Acid Anodizing

Zinc-Nickel Alloy Plating

Application of Anti-Static Coatings

Sol-Gel Conversion Coatings for Aluminum Alloys

Cadmium Plating

Heat Treatment of Nickel-Base and Cobalt-Base Alloys

Phosphoric Acid Anodizing of Aluminum for Structural Bonding

Vacuum Bag and Multiple Opening Press Process for Phenolic Sandwich Panels and Laminates

Heat Treatment of Titanium and Titanium Alloys

Heat Treatment of Alloy Steels

Heat Treatment of Corrosion Resistant Steel

Temperature Control for Processing of Materials
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CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BAC_5719 AB 10/8/2020 11/9/2020
DCNPSO-012409_01 1 10/8/2020 11/9/2020

BAC_5725 K Stripping Organic Materials 3/1/2023 5/31/2023
DCNPSO-023684 1 3/1/2023 5/31/2023

BAC_5730 V 9/19/2023 4/2/2024
DCNPSO-023280 1 9/19/2023 4/2/2024

PSD_8-20 NC 6/12/2019 8/27/2019
PSD_6-112 NC 7/23/2019 8/27/2019
BAC_5744 K 3/1/2023 5/31/2023

DCNPSO-023625 1 3/10/2020 8/4/2020
BAC_5746 M Nickel Plating (Electrodeposited) 6/17/2015 8/4/2020

QPL for BAC_5746 B Boeing Process Specification Qualified Processor List 8/14/2019 8/4/2020
BAC_5748 W 5/15/2023 5/31/2023

DCNPSO-024160 1 5/15/2023 5/31/2023
BAC_5749 Y 10/28/2019 12/3/2019

DCNPSO-008936_01 1 10/28/2019 12/3/2019
PSD_6-178 NC 10/28/2019 12/3/2019
PSD_6-179 NC 10/28/2019 12/3/2019
PSD_6-180 NC 5/27/2020 8/3/2020
BAC_5750 V 8/10/2022 5/31/2023

DCNPSO-021180 1 8/10/2022 5/31/2023
BAC_5751 P Cleaning, Descaling and Surface Preparation of Ferrous Alloys 4/27/2023 5/31/2023
BAC_5753 AB 12/19/2022 5/23/2023

DCNPSO-017202_01 1 9/3/2021 10/4/2021
BAC_5763 M 2/23/2024 4/2/2024
PSD_1-8 A 2/23/2024 4/2/2024
PSD_1-9 NC 2/23/2024 4/2/2024

PSD_1-10 NC 2/23/2024 4/2/2024
PSD_1-11 NC 2/23/2024 4/2/2024
PSD_1-12 NC 2/23/2024 4/2/2024
PSD_1-13 NC 2/23/2024 4/2/2024
PSD_1-14 NC 2/23/2024 4/2/2024
BAC_5765 AB 10/27/2023 4/2/2024

DCNPSO-017566_01 1 10/27/2023 4/2/2024
BAC_5771 L Stripping Inorganic Finishes 10/25/2023 4/2/2024

DCNPSO 025966 01 1 10/25/2023 4/2/2024
PSD_6-80 NC 6/13/2008 8/3/2020
PSD_6-81 NC 3/4/2009 8/3/2020
PSD_6-82 NC 6/27/2012 8/3/2020
BAC_5772 Y 7/20/2022 5/23/2023
PSD_6-75 NC 6/9/2020 8/3/2020

Abrasive Cleaning, Deburring and Finishing

Alkaline Cleaning

Solvent Cleaning

Chemical Milling Aluminum Alloys

Cleaning, Descaling and Surface Preparation of Titanium and Titanium Alloys

Emulsion Cleaning and Aqueous Degreasing

Cleaning and Deoxidizing Aluminum Alloys

Stripping Inorganic Finishes

Chemical Conversion Coatings for Aluminum and Aluminum Alloys

Shot Peening

Manual Cleaning (Cold Alkaline, Solvent Emulsion and Foam Cleaners)
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CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

QPL for BAC_5772 AA Boeing Process Specification Qualified Processor List 12/18/2020 3/10/2021



Specification Revision Description Document Revision Date Date of Receipt @ CPI

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BAC_5786 N 1/21/2019 2/4/2019
DCNPSO-005981_01 1 1/21/2019 2/4/2019

BAC_5795 B Application of Zinc Chromate Primer by Dipping 4/29/1974 3/27/2018
BAC_5804 AJ 11/18/2022 6/1/2023

DCNPSO-021118 1 11/18/2022 6/1/2023
BAC_5807 P 3/23/2018 6/17/2019

DCNPSO-003863_01 1 3/23/2018 6/17/2019
BAC_5811 W 8/24/2020 11/9/2020

DCNPSO-011946_01 1 8/24/2020 11/9/2020
QPL for BAC_5811 F Boeing Process Specification Qualified Processor List 7/21/2023 8/28/2023

BAC_5821 F 9/9/2019 8/4/2020
DCNPSO-009921_01 1 9/9/2019 8/4/2020

BAC_5845 V 12/23/2019 8/4/2020
DCNPSO-011226_01 1 12/23/2019 8/4/2020

BAC_5877 L 5/11/2017 8/4/2020
DCNPSO-000845_01 1 5/11/2017 8/4/2020

BAC_5884 E Anodizing of Aluminum Alloys 7/17/2014 8/4/2020
BAC_5946 AD 10/28/2022 6/1/2023

DCNPSO-022570 1 10/28/2022 6/1/2023
BAC_5962 E 11/1/2018 2/4/2019

DCNPSO-005962_01 1 11/1/2018 9/18/2019
BAC_5968 C Nondestructive Inspection of Adhesive Bonds Within Metal Structures 6/27/2013 8/4/2020
BAC_5969 F 11/19/2020 3/10/2021

DCNPSO-014102_01 1 11/19/2020 3/10/2021
BAC_5973 G 3/7/2016 8/4/2020
PSD_6-35 NC 7/20/2016 8/4/2020
BAC_5975 R 6/19/2022 6/1/2023

DCNPSO-011332_01 1 2/26/2020 8/4/2020
BAC_5977 U 6/25/2021 8/23/2021

DCNPSO-016404_01 1 6/25/2021 8/23/2021
BAC_5980 G 10/19/2023 4/2/2024

DCNPSO-024695 1 10/19/2023 4/2/2024
BMS_10-11 AE 12/6/2022 5/31/2023

DCNPSO-022795 1 12/6/2022 5/31/2023
QPL for BMS_10-11 NC Chemical and Solvent Resistant Finish 12/6/2022 5/31/2023

BMS_10-21 N 6/26/2019 7/14/2020
DCNPSO-008840_01 1 6/26/2019 7/14/2020
QPL for BMS_10-11 NC Boeing Process Specification Qualified Processor List 6/26/2019 7/14/2020

BMS_10-60 AB 9/1/2023 4/2/2024
DCNPSO-011156_01 1 11/22/2019 5/24/2021
QPL for BMS_10-60 C Boeing Process Specification Qualified Processor List 3/29/2021 8/23/2021

Etch Cleaning of Aluminum Alloys

Low Hydrogen Embrittlement Cadmium-Titanium Alloy Plating

Application of High Temperature Epoxy Primer

Application of Bonded Solid Film Lubricants

Hard Anodizing

Application of Polyurethane Topcoat

Application of Organic Corrosion Inhibiting Compounds

Temper Inspection of Aluminum Alloys

Nondestructive Inspection of Composite Parts and Structures

Qualification and Certification of Welders and Welding Operators

Electrical Discharge Machining

Sleeve Cold Working of Holes in Aluminum Structure

Fusion Welding of Metals

Resistance Welding of Metal: Spot, Roll Spot and Seam

Chemical and Solvent Resistant Finish

Anti-Static Coatings

Protective Topcoat
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CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

BMS_10-79 T 4/23/2018 5/24/2021
DCNPSO-004716_01 1 4/23/2018 5/24/2021
QPL for BMS_10-79 NC Boeing Process Specification Qualified Processor List 4/23/2018 5/24/2021

BMS_10-103 E Nonchromated Primer for Composites 7/10/2023 8/28/2023
QPL for BMS_10-103 NC Boeing Process Specification Qualified Processor List 7/10/2023 8/28/2023

PS_10000 AD Material and Process Specification Control Document 3/6/2017 2/23/2017
PS_11001 AH 8/17/2023 8/28/2023

DCNPSO-008003_01 1 8/17/2023 8/28/2023
PS_11217 BH 5/5/2021 5/7/2021

DCNPSO-015985_01 1 5/5/2021 5/7/2021
PS_11308 AC 3/8/2022 6/2/2023

DCNPSO-019421 1 3/8/2022 6/2/2023
PS_11344 AK 9/7/2023 4/2/2024

DCNPSO-025230 1 9/7/2023 4/2/2024
PS_12040 AF Cleaning, Abrasive 6/26/2020 1/27/2022
PS_12050 W 10/3/2017 6/7/2021

DCNPSO-001473_01 1 10/3/2017 6/7/2021
PS_12050.1 AE 2/19/2020 9/17/2020

DCNPSO-011142_01 1 2/19/2020 8/14/2020
PS_12100 N Stripping Organic Coatings; Brush or Spray Application 7/20/2005 7/21/2011
PS_12105 H Stripping Organic Coatings by Immersion 11/6/2003 7/21/2011
PS_13201 AN 8/9/2017 8/25/2017

DCNPSO-001764_01 1 8/9/2017 8/25/2017
PS_13204 AM Conversion Coating, Brush and Spray 7/31/2015 5/5/2016
PS_13300 T General Painting Methods and Techniques 1/25/2024 4/2/2024
PS_13336 N 2/2/2024 4/2/2024

DCNPSO-026662 1 2/2/2024 4/2/2024
PS_13375 AE Application of Epoxy Primer 9/11/2015 9/22/2015
PS_13508 W 5/5/2023 5/23/2023

DCNPSO-006081_01 1 11/28/2018 9/18/2019
PS_14007 AB Forming Aluminum Alloy Wrought Products 12/14/2005 9/28/2015
PS_14008 T Flaring per MS33583 and MS33584; Tubing 7/24/2014 8/17/2020
PS_14010 Ak 11/16/2023 4/2/2024

DCNPSO-025482_01 1 11/16/2023 4/2/2024
PS_14034 AE Laminates, Reinforced Plastic, Fabrication of 8/16/2016 12/7/2021

PS_14034.1 L 11/1/2018 12/7/2021
DCNPSO-005969_01 1 11/1/2018 12/7/2021

PS_14062 E Honeycomb Sandwich Assemblies, Age, Fabrication of 5/3/2004 6/7/2021
PS_14111 T Machining and Drilling Composites 2/28/2013 1/27/2022
PS_14190 M 11/11/2022 6/1/2023

DCNPSO_022796 1 11/11/2022 6/1/2023
Nameplate and Markers, Plastic Films, Fabrication of

Anodizing, Aluminum Alloys

Preparation and Application of Silk Screen Enamel

Application of Aerodynamic Fairing Compound

Lines, Fluid; Fabrication and Application of

Laminates, Reinforced Plastic, Fabrication of

Sealing Methods, Aircraft

Bonding with Epoxy Adhesives

Sealing Methods

Pickling

Pickling Aluminum Alloys

Urethane Compatible, Corrosion Resistant Primer

Cementing of Rubber, Plastics, Fabrics and Foams
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CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

PS_14191 P 11/6/2018 4/29/2021
DCNPSO-006034_01 1 11/6/2018 4/29/2021

Fabrication of Metal Nameplates and Panels-Anodize-Photographic Process
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CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

PS_14295 K 10/20/2020 10/4/2021
DCNPSO-013223_01 1 10/20/2020 10/4/2021

RMB Products NC 10/20/2020 10/4/2021
PS_15500 AA 9/27/2018 8/17/2020

DCNPSO-005326_01 1 9/27/2018 8/17/2020
PS_16001 CG Marking of Fabricated Parts 8/10/2023 8/28/2023

PS_16001.2 AF Marking of Fluid Lines 1/17/2012 4/6/2022
PS_16001.7 AE 5/4/2021 9/6/2022

DCNPSO-015045_01 1 5/4/2021 9/6/2022
PS_16002 AR 12/23/2021 1/5/2022

DCNPSO-018636_01 1 12/23/2021 1/5/2022
PS_16014 D 10/3/2018 4/29/2021

DCNPSO-006057_01 1 10/3/2018 4/29/2021
PS_16014.1 D 10/3/2018 5/24/2021

DCNPSO-006058_01 1 10/3/2018 5/24/2021
PS_17001.1 R Torque Values for Fluid Line Connections 11/27/2012 4/12/2022
PS_17034 M Bushings, Installation of 4/6/2022 6/2/2023
PS_17169 AT 10/26/2023 4/2/2024

DCNPSO-020603 1 10/26/2023 4/2/2024
PS_19000 AB 4/11/2019 4/17/2019

DCNPSO-006948_01 1 4/11/2019 4/17/2019
PS_19110 W Fastener, Solid Rivets; Installation of 3/5/2013 3/8/2023
PS_19145 AF 3/25/2020 9/17/2020

DCNPSO-012154_01 1 3/25/2020 9/17/2020
PS_19260 N 10/4/2019 12/3/2019

DCNPSO-010861_01 1 10/4/2019 12/3/2019
PS_19402 AT Hole Preparation - Feeds and Speeds 2/11/2021 2/25/2022
PS_20006 T 5/31/2018 11/5/2020

DCNPSO-004878_01 1 5/31/2018 11/5/2020
PS_20022 U 3/29/2022 6/2/2023

DCNPSO-013822_01 1 3/29/2022 6/2/2023
PS_20022.1 M Chemical Milling of Aluminum Alloys 7/24/1985 7/21/2011
PS_20024 R Deburring, Blending and Sanding of Metal Parts 5/23/2016 6/23/2016
PS_20209 L Repair Methods for Fiber Reinforced Epoxy Assemblies 6/27/2003 7/22/2011
PS_21202 AU 6/7/2017 8/25/2017

DCNPSO-000650_01 1 6/7/2017 8/25/2017
PS_21211.4 AA 4/19/2018 5/2/2018

DCNPSO-004776_01 1 4/19/2018 9/18/2019
PS_21219 E Eddy Current Inspection, General 8/2/2016 8/12/2016
PS_21239 D Coating Thickness Measurement 9/3/1998 3/23/2015

Marking of Identification / Modification Plates and Miscellaneous Serialization

Marking of Items with a 2D Data Matrix Code

Marking of Items with a 2D Data Matrix Code (St. Charles Weapons [NAVWEPS], Air Force 
Programs and Other Miscellaneous Program)

Bonding and Grounding; Electrical

Installation of Fasteners

Fabrication and Assembly of Selective Laser Sintered Nylon Materials

General Heat Treating Criteria for Aluminum Alloys

Marking of Aircraft Electrical Wire Bundles

Sheet Metal and Extrusion, Requirements and Acceptance Criteria for Parts Fabricated From

Chemical Milling

Penetrant Inspection

Ultrasonic Inspection of Composite Laminates, Structures and Honeycomb Assemblies

Installation of Hi-Lok Fasteners

Inserts, Helical Coil; Installation of



Specification Revision Description Document Revision Date Date of Receipt @ CPI

CPI SPECIFICATION REVISION STATUS (SRS) - BOEING
CPI MAINTENANCE SWEEP - LATEST SWEEP: 4/24

PS_21239.2 A Coating Thickness Measurement by Direct Readout Eddy Current Instruments 9/1/1998 3/23/2015
PS_21313 M Coating Adhesion Tests 7/11/2014 8/17/2015

PS_22000 P
Welding, Resistance, Aluminum, Non-Hardening Steels or Alloys, Nickel Alloys, Heat Resisting 

Alloys and Titanium Alloys, Spot and Seam
3/13/2015 4/20/2015

PS_22010 H Resistance Welding of Aluminum Alloys Using a Weld-Through Sealant 3/16/2016 3/21/2016
PS_22210 M 6/15/2020 9/17/2020
PB_12-294 NC 5/22/2023 8/29/2023

DCNPSO-011654_01 1 6/15/2020 9/17/2020
PS_22240 L Arc Fusion Welding Titanium and Titanium Alloys 3/9/2001 3/28/2018
PS_23041 AA Machined Parts, Requirements and Acceptance Criteria for 5/19/2023 6/5/2023

DCNPSO-024091 1 Machined Parts, Requirements and Acceptance Criteria for 5/19/2023 6/5/2023
PS_23600 BG 8/11/2023 8/30/2023

DCNPSO-019282 1 8/11/2023 8/30/2023
PS_80500GG F Sealing Aircraft Components and Structures 5/12/2006 10/3/2022

PS-362 T Finish Specification for CH-47, CH-46 and 107-ll Model Helicopters 11/10/2014 5/10/2021
SP_1641 B Coupling Installation Swaged Ferrule 11/1/1974 3/27/2015

SRP_1405 J Standard Repair Procedure - Composite Material, Repair of Minor Surface Defects 11/1/2011 9/13/2012
SRP_9101 A A-10 Standard Repair Procedure - Tapered Metal Repair Stock 6/2/2011 3/7/2013
SRP_9102 A A-10 Standard Repair Procedure - Sheet and Plate Repair Stock 6/2/2011 1/28/2013
SRP_9104 B A-10 Standard Repair Procedure - Blending and Trimming of Metallic Parts 5/24/2013 10/17/2014
SRP_9105 A A-10 Standard Repair Procedure - Blending and Trimming of High Strength Steel Parts 5/24/2013 10/17/2014
SRP_9106 D A-10 Standard Repair Procedure - Shrink Fit Bushing Repair for Fastener Holes 7/29/2013 10/17/2014
SRP_9115 B A-10 Standard Repair Procedure - Oversize Holes / Fasteners 6/2/2011 5/1/2012

Arc Fusion Welding

Age / Shelf Life Control Requirements


	Boeing

